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Baosteel Stainless Steel Co., Ltd. .

NO.735， CHANGJIANG ROAD, SHANGHAI, CHINA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : BN1P .

SGS Job No. : SP12-014459 - SH .

Model No. :. NO.2B.

Date of Sample Received : . 17 May 2012.

Testing Period : . 17 May 2012 - 23 May 2012 .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Conclusion :. When tested as specified, the tested parameters comply with the requirement as 

stated in GB 9684-2011 .

Signed for and on behalf of 

SGS-CSTC Ltd. .

Fan Jingjie, JJ.

Approved Signatory . . .
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

1. SHA12-078222.003 Silvery metal board .

Sensory test.

Test Requested : . In accordance with GB 9684-2011,to determine the sensory test. .

Test Method : . With reference to GB 9684-2011. .

Test Item(s). Limit. 003.

Appearance. See notes(1) . Negative.

Notes :.

(1) Negative= the surface which contact with food should be smooth, no dirt, rusty; Welding part should be 

smooth, without porosity, cracks, burr .

Leachable Lead, Cadmium, Nickel, Chromium and Arsenic content.

Test Requested : . In accordance with GB 9684-2011,to determine the Leachable Lead, Cadmium, Nickel, 

Chromium and Arsenic content. .

Test Method : . With reference to GB 9684-2011. .

MDLTest Item(s). Limit. Unit. 003.

Leachable Lead . 0.01 mg/dm². 0.01 ND

Leachable Cadmium . 0.005 mg/dm². 0.005 ND

Leachable Nickel . 0.1 mg/dm². 0.05 ND

Leachable Chromium . 0.4 mg/dm². 0.04 ND

Leachable Arsenic . 0.008 mg/dm². 0.008 ND

Notes :.

(1) mg/dm² =milligram per square decimeter 

(2) MDL = Method Detection Limit

(3) ND = Not Detected ( < MDL) .
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Sample photo: .

SHAEC1207822205

SHA12-078222.003 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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